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HAINING CITY YUEDA WARP KNITTING CO.,LTD 
NO.51 LONGXING ROAD, ECONOMIC DEVELOPMENT ZONE HAINING 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Knitted fabric (ORANGE plain cloth 120g) 
Composition : 100% polyester 
Color : ORANGE  
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : Dec 16, 2019 
Testing Period : Dec 16, 2019 - Dec 23, 2019 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
Conclusion  
Rail Industry Standard for High Visibility 
Clothing  

 

Chromaticity- As Received  M 
Chromaticity- After Xenon Test  M 

 
Remarks: M=Meet General’s Requirement  F=Below General’s Requirement 
  *=No Specified Requirement 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services (Shanghai) Co. Ltd 

 
________________________ 
Hattie Chen 
Account Executive 
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